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. . ANSI Temperature . Bond
Document Name Mark Designation cu/al mperatur guide Base Coat Top Coat on Volume(s).
Type Class ; . Coat
information)

AW AW -- No ANSI 200 [#] Polyamide-imide  -- --

C MW81-C 220 -- Polyamide-imide  -- --
AIWI1 AIW1 -- No ANSI 200 [#] Polyamide-imide  -- --

C MW81-C 220 -- Polyamide-imide  -- --
EIAIW C MW35-C 200 [#] Polyester-imide Polyamide- --

imide
EIAIWI] EIAIWI] C MW35-C 200 -- Polyester-imide Polyamide- --
imide

EIWI1 EIW1 C MW74-C 200 -- Polyester-imide -- --

C MW30-C 180 [#] Polyester-imide -- --
PCFUEW PCFUEW C MW75-C 130 -= Polyurethane -= -=
PEWI PEWI c MW5-C 155 [#] Polyester-imide -- --

C MW30-C 180 -- Polyester-imide -- --
PEWN PEWN C MW24-C 155 [#] Polyester-imide Polyamide  --

C MW76-C 180 -- Polyester-imide Polyamide --
SPEW SPEW C MW26-C 155 [#] Modified Polyester —-- --

C MW77-C 180 -- Modified Polyester  -- --
SPEWN SPEWN C MW27-C 155 [#] Modified Polyester ~ Polyamide — --

C MW78-C 180 -- Modified Polyester  Polyamide --
UEW3 UEW3 C MW75-C 130 -- Polyurethane -- --
UEWB3 (a), UEWB3 C MW79-C 155 -- Polyurethane -- --
UEWEF UEWF C MW79-C 155 -- Polyurethane -- --
UEWN UEWN C MW28-C 130 [#] Polyurethane Polyamide  --

C MW80-C 155 -- Polyurethane Polyamide --
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